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Introduction

Coal is one of the most important global energy 
resources and comprises the majority of China’s energy 
economy. However, coal mining and its use in energy 
applications have resulted in considerable ecological 
issues. Coal washing wastewater is the tailwater of wet 
coal washing in coal processing, which contains large 
amounts of silt and slime with a typical characteristic of 
dark black color (Kirk et al. 2003; Yan et al. 2012). The 
vicinity of the coal mine has caused serious environ-
mental pollution, and coal washing wastewater is one of 

the main sources of pollution in the coal industry, and 
increases public environmental attention (Lemly 2018). 
Coal washing wastewater is a colloidal suspension that 
can remain stable for months. It contains small particles 
that do not undergo gravitational sedimentation and 
their surface negative charge prevents them from col-
liding with each other and forming bigger flocs, which 
can settle easily (Yan et al. 2012; Thiruvenkatachari et al. 
2016; Kapse et al. 2017). Consequently, the recycling 
and reuse of post-treatment effluent can be an efficient 
approach to reduce the volume of effluent that is dis-
charged into environments. China is one of the largest 
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A b s t r a c t

Chanhua (Isaria cicadae) was known as a rare entomogenous fungus with various pharmacological activities since a long time ago in China, 
which has attracted considerable attention. However, less knowledge was maintained about its products as potential bioflocculants. In this 
work, a bioflocculant IC-1 produced by Isaria cicadae GZU6722, consisted mainly of protein (4%) and polysaccharides including neutral 
sugars (52.75%) and galacturonic acid (38.14%), was characterized. It presented high efficiency in flocculating coal washing wastewater, 
and the flocculating efficiency could reach 91.81% by addition of 24 mg l–1 IC-1 compared to the addition of 60 mg l–1 APAM (anionic 
polyacrylamide) under the same treatment conditions. The highest flocculating efficiency reached 95.8% in the presence of 2% CaCl2. 
Compared to APAM, the flocculating efficiency of coal washing wastewater by IC-1 varied little with the increasing dosage. Although the 
flocs in the APAM-assisted sediment were larger than that in the IC-1-assisted sediment after 1 min of sedimentation, few flocs were still 
found in the supernatant of both treated samples after 10 min of sedimentation. More interestingly, it was observed under the microscope 
that the flocs in the IC-1-assisted sediments were more compact than that in the APAM-assisted sediments, suggesting that polymer bridg-
ing might take place after IC-1 was added into the coal washing wastewater. The evaluation of costs indicated that the use of IC-1 to treat 
the coal-washing wastewater may be an economical and feasible way to avoid the extra cost for post-treatment of conventional flocculants.
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coal-producing countries in the world (IEA 2018), and 
is facing with the intractable problem of remediating 
coal washing wastewaters produced daily. The removal 
of suspended solids (SS) from wastewaters could relieve 
environmental burdens from discharge, and also help 
to increase coal production (Duong et al. 2000). Coal 
washing wastewaters require massive amounts of floc-
culants (Wang et al. 2017), thus the efficient and envi-
ronmentally friendly bioflocculants would be of signifi-
cant advantage.

Several methods have been used to treat such 
wastewaters, including ion exchange, filtration, flota-
tion, flocculation, and solvent extraction (Geremias 
et al. 2003). Among these technologies, flocculation 
that includes coagulation/flocculation, and direct floc-
culation is an effective and easily applied method in 
the removal of insoluble particles from wastewaters 
(Bolto and Gregory 2007; Teh et al. 2016). Flocculation 
removes organic compounds along with suspended sol-
ids and also decolorizes waste streams. In particular, 
coagulation/flocculation with poly aluminum chlo-
ride (PAC) and anionic polyacrylamide (A-PAM) can 
be used to reduce significantly the abundance of sus-
pended solids of coal washing wastewaters. However, 
the dosages and concentrations of coagulants used are 
proportional to the waste material levels in the waste-
waters (Duong et al. 2000; Li et al. 2010; Luo et al. 2011; 
Wang et al. 2017). Furthermore, conventional coagu-
lants including PAM and PAC are expensive, corrosive, 
and biologically harmful. Specifically, PAM monomers 
(acrylamide) are strongly neurotoxic (Friedman 2003; 
Hariri et al. 2015) and would raise a significant danger 
to the environment and human health. Therefore, an 
effective, chemically non-invasive, and low-cost coagu-
lant alternative is needed to meet the stringent environ-
mental regulations expected for discharged effluent or 
solid waste qualities (Zeng et al. 2007; Luo et al. 2011).

The most of alternative flocculants are bioflocculants, 
which have attracted recent research and industry inter-
est due to their high flocculation capacities, eco-friendly 
properties, and biodegradability. Moreover, some of 
these new flocculants can be produced from biological 
or agro-industrial wastes (Shahadat et al. 2017). Over 
100 species of bioflocculant-producing microorganisms 
have been described and investigated with respect to 
their flocculation performance in different wastewater 
types, for example, the bioflocculant IH-7 produced by 
Aspergillus flavus used in the kaolin suspension (Pu et al. 
2014; Aljuboori et al. 2015; Guo and Chen 2017), the 
polysaccharide produced by Paenibacillus mucilaginosus 
WL412 for the flocculation of coal washing wastewater 
(Xu et al. 2017), the potential of a bioflocculant in sludge 
dewatering (Pu et al. 2014; Aljuboori et al. 2015; Guo 
and Chen 2017), and a novel bioflocculant from Rhizo-
pus sp. used in potato starch wastewater (Pu et al. 2014; 

Aljuboori et al. 2015; Guo and Chen 2017). Thus, it is 
necessary to screen out more and more bioflocculants 
with higher efficiency and without secondary pollution, 
which could be applied effectively into the treatment of 
coal washing wastewater.

In our previous work, a novel bioflocculant-produc-
ing fungus strain I. cicadae GZU6722 was identified and 
a bioflocculant named as IC-1 was purified. Although 
IC-1 may represent an attractive new bioflocculant, 
more investigations are still needed to achieve high 
flocculation efficiencies and maintain low environmen-
tal risks during the application of IC-1. The purpose 
of the present study was to provide an essential char-
acterization of the novel bioflocculant and to evaluate 
the potential application of IC-1 in the treatment of the 
coal washing wastewaters. We focused on the floccula-
tion performance of IC-1 in coal washing wastewater, 
and the determination of the environmental conditions 
for the optimal flocculation performance, including the 
dosage of IC-1 and CaCl2, the mixing time, and the sed-
imentation time. In addition, the flocculation activity 
of IC-1 and APAM was investigated in the same condi-
tions. More specifically, the sediments after treatment of 
IC-1 and APAM were examined by electron microscopy 
to explore the flocculating mechanism of IC-1 based on 
the experimental results. Cost evaluation and the feasi-
bility of IC-1 were discussed regarding the application 
for the treatment of coal washing wastewater.

Experimental

Materials and Methods

Purification and determination of IC-1. Isaria cica-
dae GZU6722 was a fungus strain with a high potential 
of bioflocculation, which was persevered in Guizhou 
Agricultural College (Registration ID: GZUIFR6722). It 
was maintained on Potato Dextrose Agar (PDA) slant at 
4°C, and the medium for slant consisted of (g l–1) potato 
extract, 4; glucose, 20 and agar, 15. The medium for 
subculture consisted of (g l–1): glucose, 20; peptone, 5; 
KH2PO4, 2; MgSO4 • 7 H2O, 0.5; and CaCl2, 0.5. Mean-
while, the initial pH was adjusted as 6.5 ± 0.2. In order 
to carry out the experiment, the spore suspension was 
resuspended to the desired concentration of 1 × 107 
spores ml–1 by flooding the slant with sterile water after 
the 5d of cultivation at 22°C.

For purifying the bioflocculant, the culture broth 
was centrifuged at 6000 rpm for 10 min after seven days 
of incubation, then followed by the collection of the 
supernatant and was concentrated to one-third of the 
initial volume at 50°C. Threefold volumes of cold etha-
nol (at 4°C) were poured into and kept for 24 h at 4°C. 
After centrifugation at 6000 rpm for 15 min again, the 
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precipitate was washed with ethanol, freeze-dried, and 
assigned as IC-1 (Fig. 1A, 1B).

The total sugar content of IC-1 was determined 
according to the phenol sulfuric acid method using 
glucose as standard, and the total protein content was 
determined by the Bradford method with bovine serum 
albumin as the standard (Guo et al. 2014). The neutral 
sugar and the galacturonic acid content of IC-1 were 
measured by an anthrone reaction and the carbazole-
sulphuric reaction, respectively.

Optimization of coal-washing wastewater treat-
ment conditions by IC-1. The main factors in the treat-

ment conditions including the dosage of IC-1, mixing 
time, sedimentation time, and the dosage of CaCl2 
were used to optimize the treatment conditions, and 
the flocculating efficiency of coal washing wastewater 
was used as an optimizing index. One of the factors 
was adjusted under the condition that the other selec-
tive factors were independently optimal for maximum 
flocculating efficiency. The optimization experiments 
were conducted using 50 ml of wastewater (Pu et al. 
2014), and the experiments were conducted in triplicate.

Assay of the flocculation performance of IC-1 
and APAM. Coal washing wastewater was provided 

Fig. 1. Purified IC-1 from Isaria cicadae GZU6722 and its main composition. A is purified bioflocculant, B is the bioflocculant
suspension, and C indicates the main composition of the purified bioflocculant.
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by a coal washery plant in Liupanshui City, Guizhou 
Province, China, and its pH ranged from 7.5 to 8.5. 
Anionic polyacrylamide (APAM, Mw 3.0 × 107 Da) was 
purchased from the Erli Environ-Technology (Shang-
hai) Co., Ltd., China.

The flocculating efficiency was investigated by the 
following procedure. Briefly, 1 g l-1 of IC-1 (Fig. 1B) or 
APAM was prepared and then added into 50 ml coal 
washing wastewaters at a different dosage. The mixture 
was stirred slowly for few minutes by employing a mag-
netic stirrer at 60 rpm and was stood for a short time 
according to the optimized mixing and sedimentation 
times. Then, the optical density (OD) of the superna-
tant at 550 nm was measured using a spectrophotom-
eter (GENESYS 10 UV, Thermo Scientific, USA). The 
flocculating efficiency was then calculated using the 
following equation:

-where A550 and B550 were the OD550 (optical density 
at 550 nm) of the treated sample and the control sam-
ple supernatants, respectively. Control samples were 
the untreated coal washing wastewater. All experiments 
were conducted in triplicate.

Morphosis of the flocs treated with IC-1 and 
APAM. The sediment was collected after 10 min of 
sedimentation. Then, the flocs were imaged by the 
inverted phase-contrast microscope (ECLIPSE Ti-U, 
Nikon, Japan). The raw sample without adding any 
flocculant was used as a control (CK).

Statistical analysis. Statistical analysis was con-
ducted using the SPSS statistical package (version 
16.0 for Windows, SPSS Inc., USA), and all plots were 
produced using SigmaPlot (version 10.0 for Windows, 
Systat Software Inc., USA). Mean data values were cal-
culated from triplicate measurements.

Results and Discussion

Characterization of IC-1 produced by I. cicadae 
GZU6722. The thermal stability of bioflocculant is 
considered to be dependent on the major component 
of a  bioflocculant (Chaisorn et al. 2016). The chemi-
cal composition of IC-1 from I. cicadae GZU6722 was 
analyzed by chromogenic reactions, and the results 
were shown in Fig. 1C. The main components of bio-
flocculant were identified as polysaccharides, including 
neutral sugars (52.75%) and galacturonic acid (38.14%) 
rather than proteins (4%). The structure was similar 
to the sporoderm-broken spore powders produced by 
Cordyceps cicadae (= I. cicadae) using the infrared spec-
troscopic analysis (Sun et al. 2017). It could be attrib-
uted to the better thermal stability of the bioflocculant 
as the protein denatured easily when heated.

Based on its main components, it could be assumed 
that IC-1 might be of high molecular weight anionic 
polysaccharide due to the presence of galacturonic 
acids, whose carboxyl groups would be probably dis-
sociating around neutral pH. The molecular weight of 
these fungal polysaccharides was approximately esti-
mated in the range of from 1.1 × 104 to 1.48 × 107 Da 
that is quite similar to the molecular weight of biopoly-
mers from C. cicadae (1.1 × 104 Da) (Sun et al. 2017), 
the molecular weight of IH-7 from Aspergillus flavus 
was 2.574 × 104 Da (Aljuboori et al. 2015). In contrast, 
the molecular weight of POS412 from P. mucilaginosus 
WL412 was up to 1.48 × 107 Da (Xu et al. 2017).

Flocculation performance of IC-1 under various 
conditions. The parameters used for the evaluation of 
the performance of wastewater treatment include the 
dosage of IC-1, mixing time, sedimentation time, and 
the dosage of CaCl2. In Fig. 2A, 91.06% of flocculating 
efficiency was obtained at the IC-1 dosage of 40 mg l–1, 
which is marginally higher than that observed after the 
addition of IC-1 at the dosage of 60 mg l–1. However, 
the suspended substance removal was little facilitated 
with rising of the dosage of IC-1, resulting in a  cor-
respondingly increasing cost owing to the higher IC-1 
consumption.

The mixing test was conducted by a magnetic stir-
rer and the effect of the mixing time was investigated. 
In Fig. 2B, the flocculating efficiency showed a slight 
downward trend with the increasing mixing time. But 
the sedimentation time led to little effect on the floc-
culation efficiency, as shown in Fig. 2C.

In addition, Ca2+ was the most favorable metal ion 
for the flocculation in kaolin suspensions (Li et al. 
2017). Fig. 2D showed a similar effect like that for 
the flocculating efficiency in the treatment of coal 
washing wastewater. An additional 2% CaCl2 dosage 
enhanced rapidly flocculating efficiency up to 95.8%. 
However, only minor enhancements of flocculation 
were observed with higher CaCl2 dosages. As a result, 
the optimal CaCl2 dosage was estimated at 2%. Table I 
summarized the comparison of the flocculation per-
formance of IC-1 with other bioflocculants for the coal 
wastewater, either under the condition with the addi-
tives or not. Nevertheless, it might be not assured that 
inorganic coagulants would be necessary for the bio-
flocculant, such as POS412 produced by P. mucilagino-
sus WL412. The flocculating efficiency was more than 
95% for coal washing wastewater without the assistance 
of inorganic coagulants (Xu et al. 2017; Yang et al. 2019).

It was well known that the coal particle surface 
shows a strong negative charge (Yan et al. 2012; Xu et al. 
2017). Few cations are commonly applied to neutralize 
the negative charges of cation-dependent bioflocculants 
and kaolin particles, thereby allowing increased adsorp-
tion of bioflocculant onto kaolin particles (Dermlim 

Flocculating efficiency (%) =                            × 100A550 – B550
A550
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et al. 1999). Moreover, the charges and radius of the 
cations could affect the flocculating activity, and a big-
ger radius led to lager bonded particles which could be 
easily settled (Sousa et al. 1992). Our results showed 
that the flocculating activity of the bioflocculant was 
Ca2+-dependent, and the flocculating activity was about 
95.8% at the CaCl2 dosage of 2%. This result was agreed 
with the report that many microbial flocculants were 
cation-dependent, such a bioflocculant from Serratia 
ficaria (Gong et al. 2008), bioflocculants from Ochro-
bactium ciceri W2 (Wang et al. 2013).

Comparison between IC-1 and APAM in flocculat-
ing activity. Regarding the possible competition of IC-1 

in the treatment of the wastewater, APAM was selected 
for comparison under the same optimal conditions as 
maintained above. Figure 3 showed that the flocculating 
efficiency of both IC-1 and APAM in the coal wash-
ing wastewater exhibited dose-dependent patterns. 
The highest flocculating efficiency of coal washing 
wastewater reached 91.81% by adding 24 mg l–1 IC-1, 
whereas the addition of 60 mg l–1 APAM produced the 
maximum value of 91.41% which was maintained by 
16 mg l–1 IC-1 dosage. Compared with IC-1, the floccu-
lating efficiency of coal washing wastewater by APAM 
increased with the rising dosage. It means that changes 
in the concentration of APAM have played a more vital 

IC-1 Isaria cicadae GZU6722 95.8% 2% CaCl2

POS412 Paenibacillus mucilaginosus WL412 96.53% (Xu et al. 2017) 
MBF-L918 Pseudomonas veronii L918 95.51% (Liu et al. 2016) 
A bioflocculant Azotobacter chroococcum 95.76% (Yang et al. 2019) 50 mg/l CTAB

Table I
Flocculation performance of IC-1 compared with other microbial flocculants

for the coal wastewater treatment.

Bioflocculant Origin Maximum Flocculating
Efficiency Additives

Fig. 2. The flocculating performance under various conditions. (A) Different dosage of IC-1; (B) Different mixing time; (C) Different 
sedimentation time; (D) Different dosage of CaCl2 as a coagulant. Error bars indicate standard deviation of triplicate experiments. Sig-

nificant differences among different treatments are indicated by lowercase (p < 0.05).
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role in the performance as compared to IC-1. For this 
reason, it could be suggested that IC-1 may have a great 
advantage over APAM in practice. But the flocculating 
efficiency with the rising IC-1 concentration decreased 
when the dosage was more than 32 mg l–1, implying that 
there would be a threshold effect in the flocculation by 
IC-1 in accord with what was observed during the fun-
gal bioflocculant application in the kaolin suspensions 
treatment and the coal washing wastewater treatment 
(Xu et al. 2017). Thus, it is likely that the flocculating 

mechanism of IC-1 differs from that of APAM, which 
might be related to charges of APAM.

There must be an optimal dosage for the perfor-
mance of the different bioflocculants in various condi-
tions. The flocculating activity should be highest under 
optimal dosages, with decreasing activity at suboptimal 
dosages though. Specifically, flocculating efficiencies 
would suffer from too low the bioflocculant concentra-
tion at lower than optimal dosages. In addition, higher 
than optimal dosage would also inhibit activity. At sub-
optimal bioflocculant levels, bridging can not effectively 
occur. In contrast, the excessive addition of negatively 
charged bioflocculant would lead to competition and 
repulsion of negatively charged coal particles (Yan et al. 
2012), thereby leading to poor settling (Gong et al. 
2008). In this scenario, colloid particles are surrounded 
by abundant polymers in wastewaters and are stabilized 
due to the absence of bridging (Pu et al. 2014). Thus, 
the over-dosing of IC-1 impacts adversely flocculation.

The goal of treating coal washing wastewaters is to 
accelerate the particle settling rate and reduce waste-
water contaminants. Therefore, the settling time is 
an important parameter that is used to evaluate the 
behavior of wastewater treatment. Figure 4 showed 
the settling time difference among the untreated sam-
ple, APAM-assisted, and IC-1-assisted flocculation. In 
the untreated samples, coal particles remained sus-
pended after 10 min of sedimentation, whereas in the 
case of the APAM-assisted and IC-1-assisted treatment, 

Fig. 3. The flocculating efficiency of IC-1 and APAM at differ-
ent dosages. Error bars indicate standard deviation of triplicate 
experiments. Significant differences among different treatments 

are indicated by lowercase (p < 0.05).

Fig. 4. The flocculating process after the dosage of IC-1 and APAM. The comparisons between: (A) CK and APAM-assisted samples after 
1 min of sedimentation; (B) CK and APAM-assisted samples after 5 min of sedimentation; (C) CK and IC-1-assisted samples after 1 min 
of sedimentation; (D) CK and IC-1-assisted samples after 5 min of sedimentation; and (E) the comparison among CK, IC-1-assisted, and 

APAM-assisted samples after 10 min of sedimentation. CK means a control check, i.e., the raw sample without adding any flocculant.
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coal particles were flocculated into flocs which settled 
easily (Fig. 4E). Remar kable changes happened after 
1 min by adding APAM and IC-1. In Fig. 4A and Fig. 4C, 
a  great number of flocs were formed in the APAM-
assisted and IC-1-assisted treatment of coal washing 
wastewater and the flocs in APAM-assisted treatment 
were larger than that in IC-1-assisted treatment. Five 
minutes later, although the number of the flocs reduced 

greatly in the APAM-assisted and IC-1-assisted treat-
ment of coal washing wastewater (Fig. 4B, 4D), the size 
of the flocs in the APAM-assisted treatment was still 
larger than that in IC-1-assisted treatment. It revealed 
that APAM may more easily accelerate the formation 
of flocs compared to IC-1.

Figure 5 shows the microscopic images of the fine 
particles in the samples treated by IC-1 and APAM. As 

Fig. 5. Microscopic images of the fine particles after addition of IC-1 and APAM. (A) CK (10 mm); (B) CK (10 μm); (C) IC-1 (10 mm);
(D) IC-1 (10 μm); (E) APAM (10 mm); (F) APAM (10 μm). CK means a control check, i.e., the raw sample without adding any flocculant.
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shown in Fig. 5A and Fig. 5B, the fine particles in the 
untreated sample sediments were mostly scattered and 
kept suspended, which resulted in little change even 
after 10 min of sedimentation. However, the flocs in 
the treated samples were formed after adding APAM 
and IC-1, respectively in Fig. 5C and Fig. 5E, which 
implied that the addition of the flocculant may trigger 
the formation of large flocs during flocculating process. 
From Fig. 5D and Fig. 5F, the flocs in the IC-1-assisted 
sediments were more compact than that in the APAM-
assisted sediments. It indicated that the sediments 
treated with IC-1 may be more stable than those treated 
with APAM. Polymer bridging and charge neutraliza-
tion are two well-known mechanisms that contribute 
to flocculation (Li et al. 2017; Xu et al. 2017). The results 
described above revealed that polymer bridging could 
take place after adding IC-1, which might assist fine 
particles of coal to connect flocs together and form 
larger aggregates.

IC-1. For this reason, it is better to choose IC-1 as an 
economical bioflocculant in the treatment of the coal 
washing wastewaters.

The focus of the present work aimed to investigate 
the performance of IC-1 in the treatment of wastewa-
ter, not like other studies that relied on bioflocculant 
behavior via kaolin suspensions. As it has been shown, 
the results of the present study inferred that IC-1 from 
I. cicadae GZU6722 has exhibited satisfactory flocculat-
ing activity in practice, therefore, it would be a promis-
ing bioflocculant.

Like IC-1, other biodegradable bioflocculants have 
attracted the increasing scientific and technological 
consideration in wastewater treatment applications 
because they are harmless to human health and do 
not cause secondary pollution via the degradation 
of intermediate metabolites (Okaiyeto et al. 2014). As 
a traditional Chinese medicine, I. cicadae has been used 
for a  long time in the form of powders or decoction 
(Wang et al. 2017). A few chemical constituents were 
isolated and purified from the mycelia and the liquid 
culture filtrate, which were mainly polysaccharides (Xu 
et al. 2018). Furthermore, the significance of I. cicadae 
as a potential therapeutic agent for immune diseases 
such as cancer, allergy, and parasitic disease has also 
been highlighted (Takano et al. 2005; Sun et al. 2017). 
According to the results mentioned, IC-1 mainly con-
sists of biodegradable polysaccharides that explain its 
thermo-stability over a wide range of temperatures and 
also suggests its storage potential in cold or hot condi-
tions. Hence, the application of IC-1 to flocculate coal 
washing wastewater can serve as an economical, profi-
cient, and environmentally friendly approach, without 
the extra cost involved in the post-treatment of floccu-
lant or the toxic effect when using conventional chemi-
cal flocculants like APAM.

Conclusion

In summary, IC-1 has shown to be an effective and 
alternative microbial flocculant for the coal wash-
ing wastewater treatment. The maximum flocculat-
ing efficiency was found to be 91.81% after the addi-
tion of IC-1 at the dosage of 24 mg l–1 and even up to 
95.8% when assisted by 2% CaCl2. When compared 
to IC-1, the cost of the APAM application is relatively 
higher (around $0.13 t–1), almost two times as the cost 
of the IC-1 application. In light of the results, the uti-
lization of IC-1 for the treatment of coal wastewater 
would be a  useful, economical, and environmentally 
friendly alternative to conventional flocculants like 
APAM when the extra cost has to be involved in the 
post-treatment.

APAM US$ 2300 60 US$ 0.13
IC-1a US$ 2500 24 US$ 0.06

Table II
The estimated costs of APAM and IC-1 to treat 1 metric ton

of coal washing wastewater at the same flocculating efficiency.

a The cost of IC-1 was estimated according to the market price of the 
culture substrate, and the maximum biopolymer yield is around 14.02 g 
per 100 ml culture substrate.

Cost/t Dosage/
g m–3

Cost per metric ton
of wastewater

Feasibility analysis of IC-1 in the coal washing 
wastewater treatment. Besides attaining high floccu-
lating efficiency and toxic effect, the cost of flocculant 
is also a key factor to consider as a whole in the applica-
tion of wastewater treatment. Indeed, the widespread 
application of these bioflocculants depends on low-
ering costs through the use of economical substrates 
and novel fermentation/recovery schemes (Shahadat 
et al. 2017). Costs can be approximately estimated based 
on the application of APAM or IC-1 at their respective 
dosages to maintain 91.81% of flocculating efficiency 
in the treatment of 1 ton of wastewater feed (Wong 
et al. 2006), and the results are shown in Table  II. In 
our previous work, the maximum biopolymer yield 
was around 14.02 g per 100 ml of the culture substrate 
(Li et al. 2017). According to the substrate scheme 
mentioned above combined with the market price of 
the culture substrate in China, the cost of flocculating 
1-ton coal washing wastewater by IC-1 is estimated to 
be equal to $0.06 at the large-scale production. Com-
pared to IC-1, the cost with APAM is relatively higher 
(around $0.13 t–1), almost two times as the cost by 



Isaria cicadae with high bioflocculation1 63

   ORCID
Jialong Sun https://orcid.org/0000-0001-5854-6434

Authors’ contributions
Dr. Zou Xiao and Dr. Jialong Sun contributed the central idea, 

analyzed most of the data, and wrote the initial draft of the paper. 
The remaining authors contributed to refining the ideas, carrying 
out additional analyses and finalizing this paper.

Funding
This work was funded by National Natural Science Founda-

tion of China (31360031, 41563010, 41563015), Major Program for 
Innovative Research Groups of from Guizhou Provincial Depart-
ment of Education (Qian-KY[2016]045), Guizhou Provincial Sci-
ence and Technology Major Project (QianKeHe-[2016]3022-07), 
Guizhou Provincial Key Social Development Program (Qian-
SY[2013]3143), Guizhou Provincial Science and Technology Foun-
dation (2014J2079), Guizhou Provincial Science and Technology 
Research Foundation for Young Talents ([2017]5617) and Research 
Foundation for Advanced Scholars of Guizhou Institute of Technol-
ogy (XJGC-20140605, 20140606). 

Acknowledgments
The authors would like to thank these organizations for finan-

cial supports and the anonymous reviewers are acknowledged for 
their critical comments and suggestions which have considerably 
improved the manuscript.

Conflict of interest
The authors do not report any financial or personal connections 

with other persons or organizations, which might negatively affect 
the contents of this publication and/or claim authorship rights to 
this publication.

Literature

Aljuboori AHR, Idris A, Al-joubory HHR, Uemura Y, Ibn Abu- 
bakar BSU. Flocculation behavior and mechanism of bioflocculant 
produced by Aspergillus flavus. J Environ Manage. 2015 Mar;150: 
466–471.https://www.doi.org/10.1016/j.jenvman.2014.12.035
Bolto B, Gregory J. Organic polyelectrolytes in water treatment. 
Water Res. 2007 Jun;41(11):2301–2324.
https://www.doi.org/10.1016/j.watres.2007.03.012
Dermlim W, Prasertsan P, Doelle H. Screening and charac-
teriza tion of bioflocculant produced by isolated Klebsiella sp. Appl 
Microbiol Biotechnol. 1999 Nov 3;52(5):698–703.
https://www.doi.org/10.1007/s002530051581
Duong C, Choung J, Xu Z, Szymanski J. A novel process for reco-
ver ing clean coal and water from coal tailings. Miner Eng. 2000 
Feb;13(2):173–181.
https://www.doi.org/10.1016/S0892-6875(99)00163-6
Friedman M. Chemistry, biochemistry, and safety of acrylamide. 
A review. J Agric Food Chem. 2003 Jul 30;51(16):4504–4526.
https://doi.org/10.1021/jf030204+
Geremias R, Pedrosa RC, Benassi JC, Fávere VT, Stolberg  J, 
Menezes CTB, Laranjeira MCM. Remediation of coal mining 
waste waters using chitosan microspheres. Environ Technol. 2003 
Dec;24(12):1509–1515.
https://www.doi.org/10.1080/09593330309385696
Gong WX, Wang SG, Sun XF, Liu XW, Yue QY, Gao BY. Bio-
flocculant production by culture of Serratia ficaria and its applica - 
tion in wastewater treatment. Bioresour Technol. 2008 Jul;99(11): 
4668–4674. https://www.doi.org/10.1016/j.biortech.2007.09.077

Guo J, Chen C. Sludge conditioning using the composite of a bio- 
flocculant and PAC for enhancement in dewaterability. Chemo-
sphere. 2017 Oct;185:277–283.
https://www.doi.org/10.1016/j.chemosphere.2017.06.111
Guo J, Yang C, Peng L. Preparation and characteristics of bacterial 
polymer using pre-treated sludge from swine wastewater treatment 
plant. Bioresour Technol. 2014 Jan;152:490–498.
https://www.doi.org/10.1016/j.biortech.2013.11.037
Hariri E, Abboud MI, Demirdjian S, Korfali S, Mroueh M, 
Taleb  RI. Carcinogenic and neurotoxic risks of acrylamide and 
heavy metals from potato and corn chips consumed by the Lebanese 
population. J Food Compos Anal. 2015 Sep;42:91–97. 
https://www.doi.org/10.1016/j.jfca.2015.03.009
IEA. Key World Energy Statistics 2018. Paris (France): International 
Energy Agency; 2018.
Kapse G, Patoliya P, Samadder SR. Characterisation of coal 
washery effluent and optimisation of coagulation behaviour of 
Moringa oleifera seed as a coagulant. Environ Monit Assess. 2017 
Mar; 89(3):133.
https://www.doi.org/10.1007/s10661-017-5844-3
Kirk DW, Jia CQ, Yan J, Torrenueva AL. Wastewater remediation 
using coal ash. J Mater Cycles Waste. 2003;5(1):0005–0008.
Lemly AD. Selenium poisoning of fish by coal ash wastewater in 
Herrington Lake, Kentucky. Ecotoxicol Environ Saf. 2018 Apr; 
150:49–53. https://www.doi.org/10.1016/j.ecoenv.2017.12.013
Li F, Jiang JQ, Wu S, Zhang B. Preparation and performance 
of a high purity poly-aluminum chloride. Chem Eng J. 2010 Jan 
01;156(1):64–69. https://www.doi.org/10.1016/j.cej.2009.09.034
Li J, Zou X, Meng F, Sun J. Screening of high bioflocculability strain 
of Isaria cicadae Mig and the flocculating conditions (In Chinese). 
2017.
Liu W, Hao Y, Jiang J, Zhu A, Zhu J, Dong Z. Production of 
a bioflocculant from Pseudomonas veronii L918 using the hydro-
lyzate of peanut hull and its application in the treatment of ash- 
flu shing wastewater generated from coal fired power plant. Bio-
resour Technol. 2016 Oct;218:318–325.
https://www.doi.org/10.1016/j.biortech.2016.06.108
Luo Y, Yang Z, Xu Z, Zhou L, Zeng G, Huang J, Xiao Y, Wang L. 
Effect of trace amounts of polyacrylamide (PAM) on long-term 
performance of activated sludge. J Hazard Mater. 2011 May;189 
(1–2):69–75. https://www.doi.org/10.1016/j.jhazmat.2011.01.115
Okaiyeto K, Nwodo UU, Mabinya LV, Okoh AI. Evaluation of 
the flocculation potential and characterization of bioflocculant 
pro duced by Micrococcus sp. Leo. Appl Biochem Microbiol. 2014 
Nov;50(6):601–608.
https://www.doi.org/10.1134/S000368381406012X
Pu S, Qin L, Che J, Zhang B, Xu M. Preparation and application of 
a novel bioflocculant by two strains of Rhizopus sp. using potato 
starch wastewater as nutrilite. Bioresour Technol. 2014 Jun;162(6): 
184–191. https://www.doi.org/10.1016/j.biortech.2014.03.124
Shahadat M, Teng TT, Rafatullah M, Shaikh ZA, Sreekrishnan TR, 
Ali SW. Bacterial bioflocculants: A review of recent advances and 
perspectives. Chem Eng J. 2017 Nov;328:1139–1152.
https://www.doi.org/10.1016/j.cej.2017.07.105
Sousa MJ, Teixeira JA, Mota M. Differences in the flocculation 
mechanism ofKluyveromyces marxianus andSaccharomyces cere- 
visiae. Biotechnol Lett. 1992 Mar;14(3):213–218.
https://www.doi.org/10.1007/BF01023361
Sun Y, Wink M, Wang P, Lu H, Zhao H, Liu H, Wang S, Sun Y, 
Liang Z. Biological characteristics, bioactive components and anti- 
 neoplastic properties of sporoderm-broken spores from wild Cor-
dyceps cicadae. Phytomedicine. 2017 Dec;36:217–228.
https://www.doi.org/10.1016/j.phymed.2017.10.004
Takano F, Yahagi N, Yahagi R, Takada S, Yamaguchi M, Shoda S, 
Murase T, Fushiya S, Ohta T. The liquid culture filtrates of 



Zou X. et al. 164

Paecilo myces tenuipes (Peck) Samson (= Isaria japonica Yasuda) and 
Paecilomyces cicadae (Miquel) Samson (= Isaria sinclairii (Berk.) 
Llond) regulate Th1 and Th2 cytokine response in murine Peyer’s 
patch cells in vitro and ex vivo. Int Immunopharmacol. 2005 May; 
5(5): 903–916. https://www.doi.org/10.1016/j.intimp.2005.01.005
Teh YC, Budiman PM, Shak KPY, Wu TY. Recent advancement 
of coagulation-flocculation and its application in wastewater treat-
ment. Ind. Eng. Chem. Res. 2016;55(16):4363–4389.
https://doi.org/10.1021/acs.iecr.5b04703
Thiruvenkatachari R, Francis M, Cunnington M, Su S. Applica-
tion of integrated forward and reverse osmosis for coal mine waste - 
water desalination. Separ Purif Tech. 2016 May;163:181–188.
https://www.doi.org/10.1016/j.seppur.2016.02.034
Wang J, Zhang Z, Wang Y, Yang M, Wang C, Li X, Guo Y. Chemical 
constituents from mycelia and spores of fungus Cordyceps cicadae. 
Chin Herb Med. 2017 Apr;9(2):188–192.
https://www.doi.org/10.1016/S1674-6384(17)60094-7
Wang L, Ma F, Lee DJ, Wang A, Ren N. Bioflocculants from hydro-
lysates of corn stover using isolated strain Ochrobactium ciceri W2. 
Bioresour Technol. 2013 Oct;145:259–263.
https://www.doi.org/10.1016/j.biortech.2012.11.020
Wang R, Sun R, Liu G, Yousaf B, Wu D, Chen J, Zhang H. 
A  review of the biogeochemical controls on the occurrence and 
distribution of polycyclic aromatic compounds (PACs) in coals. 
Earth Sci Rev. 2017 Aug;171:400–418.
https://www.doi.org/10.1016/j.earscirev.2017.06.011

Wong S, Teng T, Ahmad A, Zuhairi A, Najafpour G. Treatment 
of pulp and paper mill wastewater by polyacrylamide (PAM) in 
poly mer induced flocculation. J Hazard Mater. 2006 Jul 31;135 
(1–3): 378–388. https://www.doi.org/10.1016/j.jhazmat.2005.11.076
Xu H, Li J, Fu R, Cheng R, Wang S, Zhang J. Flocculation of coal 
washing wastewater using polysaccharide produced by Paeni ba - 
cil lus mucilaginosus WL412. Environ Sci Pollut Res Int. 2017 Dec; 
24(36):28132–28141.
https://www.doi.org/10.1007/s11356-017-0340-4
Xu Z, Yan X, Song Z, Li W, Zhao W, Ma H, Du J, Li S, Zhang D. 
Two heteropolysaccharides from Isaria cicadae Miquel differ in 
composition and potentially immunomodulatory activity. Int J Biol 
Macromol. 2018 Oct;117:610–616.
https://www.doi.org/10.1016/j.ijbiomac.2018.05.164
Yan L, Wang Y, Ma H, Han Z, Zhang Q, Chen Y. Feasibility of fly 
ash-based composite coagulant for coal washing wastewater treat-
ment. J Hazard Mater. 2012 Feb;203-204(3):221–228.
https://www.doi.org/10.1016/j.jhazmat.2011.12.004
Yang Z, Liu S, Zhang W, Wen Q, Guo Y. Enhancement of coal waste 
slurry flocculation by CTAB combined with bioflocculant produced 
by Azotobacter chroococcum. Separ Purif Tech. 2019 Mar;211: 
587–593. https://www.doi.org/10.1016/j.seppur.2018.10.036
Zeng Y, Yang C, Zhang J, Pu W. Feasibility investigation of oily 
wastewater treatment by combination of zinc and PAM in coagu-
lation/flocculation. J Hazard Mater. 2007 Aug;147(3):991–996.
https://www.doi.org/10.1016/j.jhazmat.2007.01.129


